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NO: 100124
Products Type Diameter Lot No. Executed standard Mfg.date Date of Issue
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ER50-6 WH AWS ER70S-6 <t:>1.2mmX15kgs/spool 700412 GB/T8110-95 Jan,2010 Jan,2010
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Tensile test of deposited metal
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Tensile strength
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Yield strength
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Impact value
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This is to certify that the welding consumable conform with the above standards.
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